
16 

2023 JPMA Annual Report 

 
PM Production (Source JPMA, PMAI, KPMI, TPMA and CMPMA) 

(Metric Tons) 

AREA  2021 2022 2023 23/22(%) 

Japan 

Iron-base 81,137 72,363 70,311 97.2 

Copper-base 2,453 2,068 2,165 104.7 

Total 83,590 74,431 72,476 97.4 

China 

Iron-base 188,236 163,923 174,961 106.7 
 Copper-base 13,539 12,580 14,665 116.6 

Total 201,775 176,503 189,626 
 

107.4 

Korea 

*Iron-base 63,538 64,820 70,012 108.0 

Copper-base 872 566 580 102.5 

Total 64,410 65,386 70,592 108.0 

Taiwan 

Iron-base 31,000 26,000 19,000 73.1 

Copper-base 1,800 1,000 1,000 100.0 

Total 32,800 27,800 20,000 74.1 

India 

Iron-base 36,000 45,000 49,000 108.9 

Copper-base 9,800 12,000 13,000 108.3 

Total 45,800 57,000 62,000 108.8 

Malaysia 

Iron-base 3,354 3,342 2,899 86.7 

Copper-base 132 151 174 115.2 

Total 3,486 3,493 3,073 88.0 

Thailand 

Iron-base 16,036 14,208 13,411 94.4 

Copper-base 60 41 40 97.6 

Total 16,096 14,249 13,451 94.4 

Indonesia 

Iron-base 5,433 5,825 5,584 95.9 

Copper-base 0 0 0 ― 

Total 5,433 5,825 5,584 95.9 

Other areas 

Iron-base 1,337 1,077 922 85.6 

Copper-base 370 214 170 79.4 

Total 1,707 1,291 1,092 84.6 

Total 

Iron-base 425,433 396,558 406,100 102.4 

Copper-base 29,664 28,620 31,794 111.1 

Total 455,097 425,178 437,894 103.0 

    *Included “Others” 

PM Production in Asia 


